CONG HOA XA HOI CHU NGHIA VIET NAM
Déc 1ap - Tw do - Hanh phiic
000

BAN TU CONG BO SAN PHAM
S6: 84/CONG TY TNHH NESTLE VIET NAM/2023
(TCCS 84:2023/NVL)
I. Théong tin vé t6 chirc, ca nhan tw cong bd san phim:

Tén td chire, ¢ nhan: CONG TY TNHH NESTLE VIET NAM

Dia chi: SO 7, PUONG 17A, KHU CONG NGHIEP BIEN HOA 2, PHUONG AN
BINH, THANH PHO BIEN HOA, TINH PONG NAIL, VIET NAM
Dién thoai: 02513 -836601 Fax: 02513-836602

M3 s6 doanh nghiép: 3600235305

II. Théng tin vé san phim:
1. Tén san phim: NAP NHUA 12 OZ
. Thanh phéan: 100% Nhua PET.

2
3. Thoi han sir dung san phim: 2 nim
4. Quy cach déng géi va chat lidu bao bi:
% Thong s k§ thuét:
- M4 san pham: FG26039
- Kich c& 12 oz, dudong kinh 95 mm, chidu cao 19,5 mm.
- Khéi Irong tinh 3,36 kg /1000 ps.
<% Chét liéu bao bi: San phim duoc déng trong bao nylon 100 pcs/ bao x 10 bao,

sau d6 cac bao dugc xép vao thing carton. Mai thing carton ¢6 1000 pes.

5. Tén va dia chi co s& san xudt san pham: Cong ty Glades International Corporation
— Pudng Solid, Khu coéng nghiép qudc té Laguna, Mamplasan, Bifian, Laguna,
Philippines.

III. MAu nhén san phim: C6 nhan phu dinh kém
IV. Yéu ciu vé an toan thwe phim:
T chuc, ca nhan san xuét, kinh doanh thuc phém dat yéu clu vé an toan thuc

phim theo Quy chuin k§ thuat Quéc gia s6: QCVN 12-1:2011/BYT: Quy chuin k§
thuat qudc gia vé an toan vé sinh dbi v6i bao bi, dung cu 1am bing nhua téng hop tiép
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xuc truc tiép véi thue phém - Yéu ciu dbi v6i bao bi, dung cu tr nhya Polyethylene
Terephthalate (PET).

No Chi tiéu Diéu kién Dung dich | Giéi han tbi
kiém tra ngam thoi ngam thoi da

THU VAT LIEU:

1 |Chi - - 100 pg/g

2 | Cadmi - - 100 pg/g
THU THOI NHIEM:

3 | Kim loai ning 60°C trong 30 | Acid acetic 4% | 1 pg/ml

4 | Lwong KMnO4 st dung | phut Nudc 10 pg/ml

5 | Antimon 60°C trong 30 0,05 pg/ml

6 Germaniy pht - Acid acetic 4% 01 uz/gr/nl

7 | Cankho 60°C trong 30 | Nude 30 pg/ml

8 | Cankho phi Acid acetic 4% "

Chiing tdi xin cam két thuc hién diy ¢ cac quy dinh cta phép ludt v& an toan thuc e

phim v hoan toan chiu trach nhiém v& tinh phap 1y ctia hd so cong bb va chét lugng, NE

an toan thuc pham dbi v6i san phdm da cong bd. ’
Péng Nai, ngay q ?’z‘hdngogndm 2023

PAI DIEN TO CHUC, CA NHAN(/vn?AA.

(Ky tén, déng dau)

/

MOSEAFAA OUSSEF
Business Executive Officer - Coffee & Beverages
Gi4m Ddc Ngdah hing C phé va Thitc udng
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BAN TU CONG BO SAN PHAM
S6: 84/CONG TY TNHH NESTLE VIET NAM/2023

PHU LUC: MO TA SAN PHAM
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Noi dung ghi nhén cua san pham
(Nhan phu ctia san pham)
NAP NHUA 12 OZ

Ma san phdm: FG26039
Thanh phéan: 100% Nhua PET.

Khbi lrong tinh? 3,36 kg (1000 pcs x 3,36 g/ pcs)

Théng sé ky thuit: Puong kinh 95 mm, chiéu cao 19,5 mm

Ngay san xuat (NSX): Xem trén bao bi

Han s dung (HSD): 2 ndm sau NSX

Huéng din siv dung: Ding dé déy ly tra, ca phé.

Hudéng din bao quan: Bio quan noi khd réo, sach sé.

Théng tin canh bao: Tranh dé gan lira.

Xuét xir: Philippines - San xuét béi: Cong ty Glades International Corporation — Dudng
Solid, Khu c6ng nghiép qubc t& Laguna, Mamplasan, Bifian, Laguna, Philippines.
Thwong nhin nhap khiu va chiu trach nhiém tw cong bd: Cong ty TNHH Nestlé Viét
Nam, S4 7, Puong 17A, Khu Cong Nghiép Bién Hoa 2, P. An Binh, TP. Bién Hoa, T.
Pong Nai, Viét Nam

Tiéu chuin san phim sb: TCCS 84:2023/NVL

K
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TANG CUC TIEU CHUAN PO LUSNG CHAT LUGNG

TRUNG TAM KY THUAT TIEU CHUAN DO LUGNG CHAT LUQNG 3
QUATEST3® QUALITY ASSURANCE & TESTING CENTER 3

Head Office: 49 Pasteur, Dist. 1, HCMC, Vietnam  Tel: (84-28) 38294274 Fax: (84-28) 38293012  E-mail: info@quatest3.com.vn  Website: www.quatest3.com.v
Testing Complex:@ No.7, road No.1, Bien Hoa 1 IZ, Dong Nai, Vietnam O C5 lot, K1 road, Cat Lai IZ, Dist.2, HCMC, Vietnam @ 64 Le Hong Phong, Dist.5, HCMC, Vietnam

PHIEU KET QUA THU NGHIEM ISP
TEST REPORT

Page 01/03

KT3-03937AHD3/R

= w) ' = | i

1. Tén mau : NAP NHUA 12 OZ
Name of sample

2. M6 ta miu : Mau thtr nghiém do khach hang 14y mau, tén miu va thong tin vé& miu do
Description khach hang cung cép. / Testing sample was sampled by customer, sample
name and sample information were supplied by customer.
(xem hinh trang 03/03/ see picture on page 03/03)

3. $6 lugng miu . 01
Quantity

4. Ngay nhén mau . 25/07/2023
Date of receipt

5. Thoi gian thir nghiém  : 26/07/2023 — 02/08/2023
Testing duration

6. Noi giri miu . CONG TY TNHH NESTLE VIET NAM
Customer S6 7, Pwong 17A, Khu Céng Nghi¢p Bién Hoa 2, Phwong An Binh,
Thanh phd Bién Hoa, Tinh Dong Nai, Viét Nam

7. Két qua thir nghiém  : Xem céc trang tiép theo
Test results Refer to next pages

TL. TRUONG PTN HANG TIEU DUNG TL. GIAM DOC/ PP. DIRECTOR
PP. HEAD OF CONSUMER PRODUCTS TRUONGPHONG THU NGHIEM
STING LAB. s ]

Tiéu Trong Minh Ludn

. Céc két qua thir nghigm ghi trong phiéu nay chi ¢é gi trj déi v6i mAu do khich hang gidi dén va khang phai 13 gidy chimg nhin sin phﬁm.
Test results are valid for the namely submitied sample(s) only, and this is not a certificate of product.
. Tén mau, tén khich hang duge ghi theo yéu cdu elia noi giri miu, / Namte of sample(s) and customer are written as customer s requesl,
. D$ khéng dam bdo do mé rong duge tinh tir d§ khong dim bao do chudn nhan véi h§ s6 phi k = 2, phan bo chudn tuong (mg vai 95 % do tin cdy.
The reported expanded uncertainty of measurement is stated as the standard wicertainty of measurement multiplied by the coverage factor k = 2, at 95 % confidence level.
. Khéng duge trich sao mgt phin phiéu két qua thir nghi¢m nay néu khong c6 sy dong ¥ bing vin ban ciia Trung tdm Ky thudt 3.
This Test Report shall not be reproduced, except in full, without the written permission by Quatest 3. o
. Moi thie méc vé két qui khich hang lién hé theo dja chi dh.cs@quatest3.com.vn vi 1q.tn@quatest3.com.vn dé bict thém théng tin.
Please contact Quatest 3 at the email addresses dh.cs@quatest.com.vn and rg.n@quatest3.comyn for further information about test report .
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QUATEST3®

Head Office: 49 Pasteur, Dist. |, HCMC, Vietnam

Tel: (84-28) 3829 4274

TONG cyc TIEU CHUAN DO LUSNG CHAT LUGNG

TRUNG TAM KY THUAT TIEU CHUAN DO LUGNG CHAT LUGNG 3
QUALITY ASSURANCE & TESTING CENTER 3

Fax: (84-28) 3829 3012 E-mail: infof@quatest3.com.vn

Website: www.quatest3.com.vn
Testing Complex:@ No.7, road No.1, Bien Hoa 1 1Z, Dong Nai, Vietnam © C5 lot, K1 road, Cat Lai IZ, Dist.2, HCMC, Viemam @ 64 Le Hong Phong, Dist.5, HCMC, Vietnam

KT3-03937AHD3/R

PHIEU KET QUA THU NGH

TRUNG 14
KV]HU

Thong tin vé tlep xtc thue phdm/ Food contact infor mation
céc loai tra, ca phé va thiic udng khi

Loai thuc phim/ Food type: ¢

c (tra, cx

i x,nunu U LUONG
lfm IUUHG&

siia, ci 1%cola )

Tén chi tiéu Donvi | Phuong phap | Gi6i ‘h‘ : :W qua | Mirc yéu
Characteristic tinh thir phat hién |thir nghiém céu
Unit Test method | Limit Test result | Require-
defection ment (*)
7.1 Pinh tinh vat liéu bang phuong phap ASTM E Polyalkyl-
phd hdng ngoai/ Qualitative analysis 1252 — tere-
of material by infrared spectroscopy 98 (2021) phthalate
method )
THU VAT LIEU/ MATERIAL TEST
7.2 Ham lugng chi/ Lead content ng/g | QCVN 12-1: 5,0 KPH/ND <100
2011/BYT
7.3 Ham lugng cadimi/ Cadmium content ng/g | QCVN 12-1: 5,0 KPH/ND <100
. 2011/BYT
THU NGAM THOI NHIEM/ ELUTION TEST :
7.4 Kim loai niing (quy ra chi) trong acetic | pg/mL | QCVN 12-1: - <1 <1
acid 4% (v/v) sau 30 phit ¢ 60 °C/ 2011/BYT
Heavy metals in 4% acetic acid (v/v)
after 30 min at 60 °C,
7.5 Lugng KMnOy st dyng trong nuéce sau | pg/mL | QCVN 12-1 : 1,0 KPH/ND <10
30 phut & 60 °C/ KMnOy consumption 2011/BYT
in water afier 30 min at 60 °C,
7.6 Ham lugng antimon trong acetic acid 4 | pg/mL | QCVN 12-1: | 0,02 KPH/ND <0,05
% (v/v) sau 30 phut & 60 °C/ Antimony 2011/BYT
content in 4% acetic acid (v/v) afier
30 min at 60 °C,
7.7 Ham lugng germani trong acetic acid png/mL | QCVN 12-1: 0,02 KPH/ND <0,1
4% (v/v) sau 30 phut & 60 °C/ 2011/BYT
Germanium content in 4% acetic acid
(v/v) after 30 min at 60 °C,
7.8 Ham lugng cén khd/ Evaporation QCVN 12-1:
residie, 2011/BYT
e Trong heptan sau 60 phiit & 25 °C/| pg/mL 5,0 N/A <30
In heptan afier 60 min at 25 °C
e Trong ethanol 20 % (v/v) sau 30 | pg/mL 5,0 N/A <30
phit & 60 °C/ In 20 % ethanol
(v/v) after 30 min at 60 °C
e Trong nudc sau 30 phut & 60 °C/ | pg/mL 5,0 KPH/ND <30
In water after 30 min at 60 °C,
e Trong acetic acid 4% (v/v) sau pg/mlL 5,0 KPH/ND <30
30 phat ¢ 60 °C/ In 4% acelic
acid (v/v) after 30 min at 60 °C, s O )
1. Céc két qua thir nghiém ghi trong phiéu ndy chi cé gid trj déi vai mau do khich hang giri dén vi khong phii 13 gidy chimg nhin san pham, &
Test mm’r\ are valid for the namely submitted sample (\) un.’) and this is not a certificate of product
2. Tén mau, tén khich hing dm;n ghi theo yéu cdu cia noi giri mau. !/ Name of sample(s) and customer are written as customer 5re quest.
3. P khang dam bio do mé rgng duge tinh tir d§ khong dam bio do chufin nhan v6i hé sb phi k = 2, phin bé chua An teong tmg vai 95 % 4o tin cdy.
The reported e: \pdmfuhuiummin of measuremient is stated as the mzmhm.’ incertainty ufmm\r.'.'mnurfmn'ﬁlphufh_) the coverage Jactor k = 2, at 95 % confidence level.
4. Khong duge trich sao mot phin phiéu két qua thir nghi¢m ndy néu khéng ¢b sy dong y bing van ban cta Trung tim K§ thuit 3,
This Test RLPUHJHH” not be reproduced, except in full, withont the writien permission by Quatest 3.
5. Mgi thie mic vé két qua khéch hing lién h¢ theo dia chi dh.cséquatest3.com.vn vi rq.tnf@quatestd.com.vn dé biét thém thang tin,
Please contact Quatest 3 at the email addresses dh.cs@quatest3.com.vn and rg.n@quatest3.coman for further information about test report .
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o TONG CUC TIEU CHUAN DO LUGNG CHAT LUONG
N

TRUNG TAM KY THUAT TIEU CHUAN DO LUGNG CHAT LUGNG 3
QUATEST3® QUALITY ASSURANCE & TESTING CENTER 3

Head Office: 49 Pasteur, Dist. 1, HCMC, Vietnam  Tel: (84-28) 38294274  Fax: (84-28) 3829 3012 E-mail: info@quatest3.comvn  Website; www.quatest3.com.vn
Testing Complex:@ No.7, road No.1, Bien Hoa | 1Z, Dong Nai, Vietnam @ C5 lot, K1 road, Cat Lai 1Z, Dist.2, HCMC, Vietnam @ 64 Le Hong Phong, Dist.5, HCMC, Vietnam

PHIEU KET QUA THU NGHI
TEST REPORT

KT3-03937AHD3/R

®
TRUNG

[TAYEITI TH
AN Il[ Hl

Ghi chi/ Note: Cac két qua thur nghiém ghi trong phiéu nay chi c6 gi %&%,/
hang gt dén/ Test results are valid for the namely subnii
(*) Theo yéu cdu k¥ thuat cia QCVN 12-1:2011/BYT “Quy chuan k¥ thuat quoc
gia v& an toan v¢ sinh dbi vé6i bao bi, dung cu bing nhua tong hop tiép xuc truc tiép
vai thye pham”./ According to Technical specification of QCVN 12-1 : 2011/BYT
“National technical regulation on safety and hygiene for synthetic resin implement,
container and packaging in direct contact with foods”.
(**) Polyethyleneterephthalate thugc nhém polyalkylterephthalate.
(N/A) - Khong ap dung / Not applicable
KPH/ND : Khong phat hién/ Not detected
Dién gidi két qua/ Phiéu két qua thir nghiém trén ddy ghi nhan két qua thir nghiém ctia 08 trén tdng sb
Interpretation of 08 chi tiéu theo quy dinh cia QCVN 12-1 : 2011/BYT. MAu c6 két qua thir nghiém
results: & tAt ca cac chi tiéu néu tai muc 7 cia PKQTN déu pht hgp véi mirc qui dinh ctua
QCVN 12-1:2011/BYT.
This testing reports recorded testing results of 08 per 08 test items as regulated in
QCVN 12-1 : 2011/BYT. Sample that has all testing results indicated on section No
7 of testing reports are conformed to limits specified in QCVN 12-1 : 2011/BYT.

QUATESTS
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phdn
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. Che két qua thir nghigm ghi trong phiéu ndy chi ¢6 gid tr déi véi mau do khich hang giri dén va khong phai I3 gidy chimg nhin sin pham,

Test nsu.’rs are valid for the namely \ubnurred mmph’( 3) only, uml this is not a certificate of product.

Tén miu, t8n khéch hing duge ghi theo yéu cu cua noi giri miu. / Name of sample(s) and customer are w m‘.ren as customer s request.

D§ khong dim bao do md rong duge tinh tir d¢ khang dam bao do chudn nhan véi hé s6 phii k = 2, phin bé chuin tuong tmg vdi 95 % dé tin cay.

The reported expanded uncertainty of measurement is stated as the standard uncertainty of measurement mm'hphed by the coverage factor k = 2, at 95 % confidence level.
Khong duge trich sao mjt phan phiéu két qué thir nghi¢m ndy néu khéng c6 sy dong y bing viin ban cia Trung tim Ky thujt 3,

This Test Repmr s.i'mH not be reproduced, except in full, without the written permission by Quatest 3.

Moi thiic mic vé két qua khach hing lién hé theo dja chi dh.cs@quatest3.com.vn va rq.tn@quatest3.com.vn dé biét thém théng tin.

Please contact Quatest 3 at the email addresses dh.cs@quatest3.com.vn and rg.tn@quatest3.com.vn for further information about test report .
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